
w 
King County 
Wastewater Treatment Division 

Industrial Waste Program 

Department of Natural Resources and Parks 

130 Nickerson Street, Suite 200 
Seattle, WA 98109-1658 

206-263-3000 Fax 206-263-3001 
TTY Relay: 711 

October 26, 2009 

James C. Brown 
Alaskan Copper Works - 6th Ave. 
P.O. Box 3546 
Seattle,WA 98124 

· Dear Mr. Brown: 

Results from King County's recent sampling indicate that wastewater from Alaskan Copper 
Works - 6th Ave. is in compliance with discharge limits. The results of the sample(s) taken on 
October 5, 2009 are enclosed. 

King County appreciates your compliance. If you have any questions, please.call me at 
206-263-3017. 

Sincerely, 

Lydia Eng 
Investigator 
Industrial Waste frogram 

Enclosure( s) 

Creating Resources from Wastewater 

AKC-0005326 



Site# 
Sample Date 
·Sample# 
Sample Code 

Alaskan Copper Works - 6th Ave. 

Cyanide 
A401 o - sample line connection in pretreatment room 
05-0ct-2009 Discharge Rate 
L49261-2 Time Span 
Composite Start Time 

2.5 
1300 

Hour(s) 
NA 

1-P_a _r _a _m_e_ t_e _rs _______ -t-_C_A _S_i--_c_o_n_c_e_n_t_ra _t_io _n ___ U _n_it_s _-;--S _t _a _tu_s ___ --1 1-IM_a_s_s_L_o _a_
N
d_
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__ U_n_i_ts_---11-sN_t
A
a_t _u _s ___ ---1 

Total C anide MDL MG/L Com liance . 

Site# 
Sample Date 
Sample# 
Sample Code 

Field Measurements 
A4010 - sample line connection in pretreatment room 
05-0ct-2009 Discharge Rate 
L49261-4 Time Span 
Composite Start Time 

24 
1250 

1100 GPO 
Hour(s) 

1-P_a _r _a _m_e_ t_e _rs _______ -t-_C_ A _S_i--_C _o_n_c_e_n _t_ra_t_io_n ___ U _n_it_s _-;--S _t _a _tu_s ___ --1 1-IM_a_s_s_L_o _a_
N
d_
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__ U_n_i _ts_---11-sN_t
A
a_t _u _s ___ ---1 

Dischar e Rate 1100 GPO Com liance . . 

Site# 
Sample Date 
Sample# 
Sample Code 

Parameters 
pH, Field 

A4010 - sample line connection in pretreatment room 
05-0ct-2009 

· 
Dischar ge Rate 

L49261-6 Time Span 
Grab Start Time 

CA S Concentration Units Status 
9.7 SU Compliance 

NA 
1300 

Units 

NA 

cMDL =Less than Method Detection Limit; cRDL =Less than Reporting Detection Limit; NA =Not Applicable; H =Sample handling criteria compromised; R =Data judged unusable. 
B/B2/B3 = Blank contamination observed; J = Estimated �alue; TA= Text information available which qualifies data; SGT= Silica Gel Treatment. Nonpolar Oil Result. 
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Site# 
Sample Date 
Sample# 
Sample Code 

Parameters 
Arsenic, Total, ICP 

Cadmium, Total, ICP 

Chromium, Total, ICP 

Copper, Total, ICP 

Lead, Total, ICP 

Nickel, Total, ICP 

Silver, Total, ICP 

Zinc, Total, ICP 

Site# 
Sample Date 
Sample# 
Sample Code 

Parameters 
Arsenic, Total, ICP 

Cadmium, Total, ICP 

Chromium, Total, ICP 

Coooer, Total, ICP 

Lead, Total, ICP 

Nickel, Total, ICP 

Silver, Total, ICP 

Zinc, Total, ICP 

Alaskan Copper Works - 6th Ave. 
Metals 

A4010 - sample line connection in pretreatment room 
05-0ct-2009 Discharge Rate 
L49261-3 Time Span 
Composite Start Time 

24 
1255 

CAS Concentration Units Status Mass Load 
<MDL MG/L Compliance 
<MDL MG/L Compliance 

1.74 MG/L Compliance 
1.58 MG/L Compliance 

<MDL MG/L Compliance 
2.07 MG/L Compliance 

<MOL MG/L Compliance 
.133 MG/L Compliance 

A4010 - sample line connection in pretreatment room 
05-0ct-2009 Discharge Rate 
L49261-5 Time Span 
Grab S�rt Time 

NA 

NA 

.016 

.014 

NA 

.019 

NA 

.0012 

NA 
1300 

CAS Concentration Units Status Mass Load 
<MDL MG/L Compliance NA 
<MDL MG/L Compliance NA 

.758 MG/L Compliance NA 

.588 MG/L Compliance NA 

<MDL MG/L Compliance NA 
.823 MG/L Compliance NA 

<MDL MG/L Compliance NA 

.043 MG/L Compliance NA 

NA 
Hour(s) 

Units Status 
LBS/DAY Compliance 
LBS/DAY Compliance 
LBS/DAY Compliance 
LBS/DAY Compliance 
LBS/DAY Compliance 
LBS/DAY Compliance 
LBS/DAY Compliance 
LBS/DAY Compliance 

NA 

Units Status 
NA 

NA 

NA 

NA 

NA 

NA 

NA 

NA 

<MDL =Less than Method Detection Limit; <RDL =Less than Reporting Detection Limit; NA =Not Applicable; H =Sample handling criteria compromised; R =Data judged unusable. 
B/B2/83 = Blank contamination observed; J = Estimated value; _TA= Text information available which qualifies data; SGT= Silica Gel Treatment. Nonpolar Oil Result. 
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P ar ameters CA S 

Total Toxic Or anics(*) 

Alaskan Copper Works - 6th Ave. 

Concentration 
M DL 0 

Or anics 
Units St atus 
MG/L Com li ance 

Units 

(*)The total toxic organics value is the summation of all quantifiable values greater than 10 ppb for the organic 
compounds on the federal total toxic organics listing. See table(s) below for details. 

Or anics - VOA 
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Total Toxic Or anics VOA . . 

Site# 
S ample Date 
S ample# 
S ample Cod e 

P ar ameters 
1, 1, 1-T richloroethane 
1, 1,2,2-Tetrachloroethane 
1, 1,2-Trichloroethane 
1, 1,2-Trichloroethylene 
1 , 1-Dichloroethane 
1, 1-Dichloroethylene 
1,2-Dichlorobenzene 
1,2-Dichloroethane 
1,2-Dichloropropane 
1,3-Dichlorobenzene 
1,4-Dichlorobenzene 
2-Chloroethylvinyl ether 
Acrolein 
Acrylonitrile 
Benzene 
Bromodichloromethane 
Bromoform 
Bromomethane 
Carbon Tetrachloride 
Chlorobenzene 
Chlorodibromomethane 
Chloroethane 
Chloroform 
Chloromethane 
Cis-1,3-Dichloropropene 
Ethyl benzene 
Methylene Chloride 

T etrachloroethylene 
Toluene 

A4010 - sample line connection in pretreatment room 
05-0ct-2009 Dis charge Rate 
L49261-1 Time Span 
Composite St art Time 

2.5 
1300 

CA S Concentration Units St atus Ma s s  L o ad 
71-55-6 <MDL UG/L NA NA 
79-34-5 <MDL UG/L NA NA 
79-00-5 <MDL UG/L NA NA 
79-01-6 <MDL UG/L NA NA 
75-34-3 <MDL UG/L NA NA 
75-35-4 <MDL UG/L NA NA 
95-50-1 <MDL UG/L NA NA 
107-06-2 <MDL UG/L NA NA 
78-87-5 <MDL UG/L NA NA 

541-73-1 <MDL UG/L NA NA 
106-46-7 <MDL UG/L NA NA 
110-75-B <MDL UG/L NA NA 
107-02-8 <MDL UG/L NA NA 
107-13-1 <MDL UG/L NA NA 
71-43-2 <MDL UG/L NA NA 
75-27-4 1<MDL UG/L NA NA 
75-25-2 �MDL UG/L NA NA 
74-83-9 <MDL UG/L NA NA 
56-23-5 -==MDL UG/L NA NA 

108-90-7 kMDL UG/L NA NA 
124-48-1 kMDL UG/L NA NA 
75-00-3 .::MDL UG/L NA NA 
67-66-3 kMDL UG/L NA NA 
74-87-3 kMDL UG/L NA NA 

10061-01-5 kMDL UG/L NA NA 
100-41-4 kMDL UG/L NA NA 
75-09-2 kMDL UG/L NA NA 

127-18-4 .::MDL UG/L NA NA 
108-88-3 l<MDL UG/L NA NA 

NA 
Hour(s) 

Units St atus 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 

NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 
NA 

<MDL =Less than Method Detection Limit; <RDL =Less than Reporting Detection Limit; NA =Not Applicable; H =Sample handling criteria compromised; R =Data judged unusa.ble. 
B/B2/83 = Blank contamin.ilion observed; J = Estimated value; TA= Text information available which qualifies data; SGT= Silica Gel Treatment, Nonpolar Oil Result. 
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I Alaskan Coeeer Works - 6th Ave. 
Trans-1,3-Dichloropropene 10061-02-6 kMDL UG/L NA NA NA 

Trichlorofluoromethane 75-69-4 l<MDL UG/L NA NA NA 

Vinyl Chloride 75-01-4 l<MDL UG/L NA NA NA 
·. 

<MDL =Less than Method Detection Limit; <RDL =Less than Reporting Detection Limit; NA =Not Applicable; H =Sample handling criteria compromised; R =Data judged unusable. 
B/B2/B3 = Blank contamination observed;.J = Estimated value; TA= Text information available which qualifies data; SGT= Silica Gel Treatment, Nonpolar Oil Result. 

I 

AKC-0005330 


